MID-CONTINENT
TESTING LABORATORIES, INC.

HIGH TECHNOLOGY OIL ANALYSIS
AND ENVIRONMENTAL TESTING

2100 S. 7th, Suite 211 « PO. Box 3388 * Rapid City, SD 57709

(605) 348-0111

MYRON ANDERSEN

BROHM MINING CORP.

P.O. BOX 485
DEADWOOD, SD

57732

SAMPLE NAME:
SAMPLE DATE:
SAMPLE TIME:

LAB NUMBER:
REPORT DATE:

PHYSICAL PROPERTIES

Conductivity, umhos/cm
Hardness
PH

Solids, Dissolved, mg/l

Solids, Suspended, mg/1
Turbidity, NTU

INORGANIC & NONMETALLIC

Alkalinity

Bicarbonate

Carbonate, mg/1
Chloride, mg/1

Cyanide, Total, mg/1
Cyanide, WAD, mg/1
Cyanide, Free, mg/l
Flouride, mg/1
Nitrogen, Ammonia, mg/l
Nitrogen, Nitrate, mg/1l
Nitrogen, Nitrite, mg/1l
Sulfate, mg/1

<.0005
<.0007

<.050

7.5

METALS mg/1

Antimony
Aluminum
Arsenic

Barium
Beryllium
Boron
Cadmium

Calcium
Chromium
Cobalt
Copper
Gold

Iron

Lead
Lithium
Manganese
Magnesium
Mercury
Molybdenum
Nickel
Potassium
Selenium
Silicon
Silver
Sodium
Strontium
Vanadium
Zinc

DISSOLVED

<.005

SW-19
04/26/90

19900427104
04/30/90

TOTAL

% %jy«ﬂ/ 7-30-7



MID-CONTINENT
TESTING LABORATORIES, INC.

HIGH TECHNOLOGY OIL ANALYSIS
AND ENVIRONMENTAL TESTING

2100 S. 7th, Suite 211 » PO. Box 3388 » Rapid City, SD 57709

. (605) 3480111

SAMPLE
SAMPLE
SAMPLE TIME:

o

MYRON ANDERSEN

BROHM MINING CORP.

P.O. BOX 485
DEADWOOD, SD

5T732

PHYSICAL PROPERTIES

Conductivity, umbhos/cm
Hardness I
PH i

2

Solids, Dissolved, mg/1
Solids, Suspended, mg/]
Turbidity, NTU

INORGANIC & NONMETALLIC

Alkalinity

Bicarbonate

Carbonate, mg/l
Chloride, mg/1

Cyanide, Total, mg/1
Cyanide, WAD, mg/l
Cyanide, Free, mg/1
Flouride, mg/l
Nitrogen, Ammonia, mg/1
Nitrogen, Nitrate, mg/l
Nitrogen, Nitrite, mg/]
Sulfate, mg/1 .

<.0005
<.0007

METALS mg/1

Antimony
Aluminum
Arsenic

Barium
Beryllium
Boron
Cadmium

Calcium
Chromium
Cobalt
Copper
Gold

Iron

Lead
Lithium
Manganese
Magnesium
Mercury
Molybdenum
Nickel
Potassium
Selenium
Silicon
Silver
Sodium
Strontium
Vanadium
Zinc

e " =

N LAB NUMBER:
REPORT

DISSOLVED

SW-19
04/26/90

19900427104

04/30/90

TOTAL

001 003
<.001 001
¢.001

<.001

<.005 .044

Ao DIl 4307






MID-CONTINENT
TESTING LABORATORIES, INC.

HIGH TECHNOLOGY OIL ANALYSIS
AND ENVIRONMENTAL TESTING

2100 S. 7th, Suite 211 « PO. Box 3388 * Rapid City, SD 57709

(605) 348-0111

BROHM MINING OORP.

P.O. BOX 485

DEADWOOD, SD 57732

PHYSICAL PROPERTIES

Conductivity, uwshos/cm
Hardness

PH

Solids, Dissolved, mg/l
Solids, Suspended, mg/1
Turbidity, NTU

INORGANIC & NONMETALLIC

Alkalinity
Bicarbonate

Carbonate, mg/1
Chloride, mg/1

Cyanide, Total, mg/1
Cyanide, WAD, mg/1
Cyanide, Free, mg/1
Flouride, mg/1
Nitrogen, Ammonia, mg/1
Nitrogen, Nitrate, mg/1

Nitrogen, Nitrite, mg/1
Sulfate, mg/1

“ /
N /
A SAMPLE NAME: SW-19
SAMPLE DATE: 06/04/90
SAMPLE TIME:
NUMBER: 19900605108
DATE: 06/07/90
VALUE METALS mg/1 DISSOLVED TOTAL
329. Ant imony o o
. Aluminum . .
7.26 Arsenic <.001 .001
219. Barium . .
<.5 Beryllium . .
. Boron . .
Cadmi um <.001 .001
Calcium . .
Chromium - -
VALUE Cobalt . .
Copper .004 .008
170.0 Gold . .
207.4 Iron . .
0.0 M . L
. Lithium . .
. Manganese . o
R Magnesium o o
. Mercury . s
o Mol ybdenum . o
o Nickel . .
<.050 Potassium . .
. Selenium .001 <.001
5.56 Silicon . o
Silver o o
Sodium 3.51 o
Strontium . .
Vanadium . o
Zinc .005 .029
/4
/% M o
/ O6-07-70



MID-CONTINENT
TESTING LABORATORIES, INC.

HIGH TECHNOLOGY OIL ANALYSIS
AND ENVIRONMENTAL TESTING

2100 S. 7th, Suite 211 « PO. Box 3388 * Rapid City, SD 57709

(605) 348-0111

SAMPLE NAME:
SAMPLE DATE:
SAMPLE TIME:

MYRON ANDERSEN

BROHM MINING CORP.

P.O. BOX 485
DEADWOOD, SD

57732

—JAB NUMBER:
REPORT DATE:

SW-19
06/04/90

PHYSICAL PROPERTIES VALUE METALS mg/1 DISSOLVED

Conductivity, umhos/cm 329. Ant imony

Hardness ‘ Al uminum -

PH 7.26 Arsenic <.001

Solids., Dissolved, mg/l 219. Barium

Solids, Suspended, mg/1 Cad Beryllium

Turbidity, NTl Boron .
Cadmium <.001
Calcium
Chromium

INORGANIC & NONMETALLIC VALUE Cobal t .

i e Copper .004

Alkalinity 170.0 Gold

Bicarbonate 207.4 Iron

Carbonate, mg/! 0.0 Lead

Chloride., mg/] ‘ Lithium

Cyanide, Total, meg/1 Manganese

Cyanide, WAD, mg/1 Magnes ium

Cyanide, Free. mg/l Mercury

Flouride, mg/| Mol ybdenum

Nitrogen, Ammonia., mg/l : Nickel

Nitrogen, Nitrate, mg/| <,050 Potassium "

Nitrogen, Nitrite, mg/| Selenium .001

Sulfate, mg/1 3,96 Silicon
Silves -
Sodium 3.51
Strontium
Vanadium .
Zine 005

198006805108
06/07/

90

TOTAL
D01

001

008

<.001

.029

AoVl

//
{

OL-07 Fo



MID-CONTINENT
TESTING LABORATORIES, INC.

HIGH TECHNOLOGY OIL ANALYSIS
AND ENVIRONMENTAL TESTING

T il M/v\
N

2100 S. 7th, Suite 211 » PO. Box 3388 * Rapid City, SD 57709
(605) 348-0111

MYRON ANDERSEN

BROHM MINING CORP.

P.O. BOX 485

DEADWOOD, SD 57732

METALS mg/1

SAMPLE NAME: SW-19

SAMPLE DATE: 08/29/90

: W1000
LAB NUMBER: 19900831108

REPORT DATE: 08/31/90

DISSOLVED TOTAL

PHYSICAL PROPERTIES VALUE
Conductivity, umhos/cm 360.
Hardness .
PH 7.11
Solids, Dissolved, mg/1 240.
Solids, Suspended, mg/l 1.50
Turbidity, NTU "

INORGANIC & NONMETALLIC VALUE
Alkalinity 194.
Bicarbonate 237.
Carbonate, mg/1 0.0
Chloride, mg/1 .
Cyanide, Total, mg/1 .
Cyanide, WAD, mg/1 .
Cyanide, Free, mg/1 .
Flouride, mg/] .
Nitrogen, Ammonia, mg/1 .
Nitrogen, Nitrate, mg/l <.050
Nitrogen, Nitrite, mg/l .
Sulfate, mg/1 <5.00

Ant imony
Aluminum
Arsenic
Barium
Beryllium
Boron
Cadmi um
Calcium
Chromi um
Cobal t
Copper
Gold

Iron

Lead
Lithium
Manganese
Magnesium
Mercury
Mol ybdenum
Nickel
Potassium
Selenium
Silicon
Silver
Sodium
Strontium
Vanadium
Zinc

A

001 <.001

B

006 007



MID-CONTINENT
TESTING LABORATORIES, INC. /L\

HIGH TECHNOLOGY OIL ANALYSIS

SAMPLE NAME: SW-19

AND ENVIRONMENTAL TESTING

2100 S. 7th, Suite 211 « PO. Box 3388 * Rapid City, SD 57709

(605) 348-0111
]
MYRON ANDERSEN
{BROHM MINING CORP.
'p,0. BOX 485
nmwx)o cD 57732
J

PHYSICAL PROPERTIES VALUE METALS mg/ 1
Conductivity, umhos/cm 360. Ant imony
Hardness Aluminum
PH Te«11 Arsenic
Solids, Dissolved, mg/] 240. Barium
Solids, Suspended, mg/] 1.50 Beryllium
Turbidity, NTU Boron

Cadmi uin
Calcium
Chromi um

INORGANIC & NONMETALLIC VALUE Cobalt
————————————————————————————————— Copper
Alkalinity 194. Gold
Bicarbonate 237. Iron
Carbonate, mg/] 0.0 Lead
Chloride, mg/1 Lithium
Cvanide, Total, mg/} Manganese
Cyanide, WAD, mg/1 Magnesium
Cyanide, Fr ee, mg/1 Mercury
Flouride, mg/1 Mol ybdenum
Nitrogen, Ammonia, mg/l : Nickel
Nitrogen, Nitrate, mg/1 <.050 Potassium
Nitrogen, Nitrite, mg/1 . Selenium
Sulfate, mg/] <5.00 Silicon

Silver
Sodium
Strontium
Vanad iumn
Zinc

DESCRITPION:
SAMPLE DATE:
SAMPLE TIME:

ACCOUNT NUMBER:
LAB NUMBER:
REPORT DATE:

08/29/90

w1000
19900831108
08/31/90

DISSOLVED TOTAL

<.001 .001
.001 003
. 006 007
<. 001 <.001
2.02
035 076

////////4/7
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SURFACE WATER SAMPLING FORM

FIELD MEASUREMENTS

pate_ 2/ 1 10 /8%
Time /2 , 25
Sampler S‘*—/

(Initials)

Sampling Station Number.......... S(k)“/q

Temperature (degrees Cleoeesovoss 4J
PHeooororsonosnsoonssssnsssnsnsnss ch

Conductivity (umhos/cm)jf.zf..... - 6‘54::'\‘/ .3];:‘5}”.
Flow (gpm).cevessscscsscscsccncae 40

Water Sample @/No)............

Filtered Metals (/No) g

Number/Type BottleS.:.eseseeseeeee 4

Coments'.I'......I..l....ll..l..

TDS  [(T4.8 m—g/X




SURFACE WATER SAMPLING FORM

FIELD MEASUREMENTS

o 7/8/}7

Time /é ¢ 20

Sampler (‘ﬂ//

(Initials)

Sampling Station Number.......... ../([{/’ /7

Temperature (degrees C)iceesssses 5«1/

PHe oot roeanansnsorssennnsnnsnas 7-8/

Conductivity (umhos/cm)...eeevens ol / '

FlOW (gpm)o.ooocococolt.oooonoaot

Water Sample No)............

Filtered Metals /No) e

Number/Type Bottles....ceveeeeens 4

CommentSO'cio'oooiooooloocl.o.otl




SURFACE WATER STREAM GAUGING - FIELD FORM

Date: 5/7/?,?

Meter Used: %—/9
4 ’,

Sampler: Stream Width:

Station No.: U-)"/ Total Flow:

Gauge Height: —
Interval Midpoint Width Depth Area (sft) Velocity (fps) Qefs
oL -<.5 L, S o
2.5-3 G5 . 7
3 -3.5 . GY ¥
3.5-4 .69 - 7
“4-4.5 ] . <
“ 2 "5 .Z/ 5 . g
.55 .45 « B
£5-¢& 45 -7

Comments:

TOTAL




SURFACE WATER STREAM GAUGING - FIELD FORM

Date: b o) ’%q

Sampler: N\\h“ﬁ"\'

Station No.: S\I\] \O\

Gauge Height: N A

Meter Used:

Py

Stream Width: L‘ l

ota ow: 7é
Total Fl / 01#"\/

Interval Midpoint Width Depth Area (sft) Velocity (fps) Qcfs
20-25 | 2..59% 5 33 20
25-3.Y | 2.75 .5 S2 .20
3.0-35 | 3.25 S .30
35-40 |3 75 =1 .20
/o0 -49.5|4. 25 5% .30
¢, 5-5.0| 4. 75 B 290
So-55| 5 25 .27 .20
55-6.1| 5.%0 Wz N 10
Comments: e ;-3—'@

[ 76.3 Yppi!




GREHND-WATER SAMPLING FORM

> arTT
FIELD MEASUREMENTS

Date ép /‘ES /8a1

1. 50

Time

MA - <SW

Sampler

(Initials)

Sampling Station Number..........:S\N,wci

2.0

Temperature (degrees Cl..ecoesvanee

7.60

pHQI...OIl.ll..!............lll.l

Conduyctivity (umhos/cm).ceeessees 33(
R A e

Water Sample (Yeg/NO).iesieeseevonn

Filtered Metals No) s SliaLe 6 ais 4

Number/Type BottlesS..ceeecesvencs L4

Comments.oouooootcooloc-tclouoolo

4




SURFACE WATER SAMPLING FORM

FIELD MEASUREMENTS

Date Ca / 6 /8 Cﬂ

Time )S:OD

A

Sampler

(Initials)

Sampling Station Number..........
Temperature (degrees C)...ocoeeeen i{fq
2 < P Gﬁ72;
Conductivity (umhos/cm).......... ,3—71
Flow (gpm)...... tes e enas v e ee e

Water Sample (@?;»No) ............

Filtered Metals /No) ......... ' .
7R NQ,EL

Number/Type Bottles...coceveeeens L{

Comment S, i ceesceecesnrsessosssoscacas

?j&‘w “};‘A@L = byany
) e /




SURFACE WATER STREAM GAUGING - FIELD FORM

Q-4
o WA
ampler:

Station No.: iW‘ lO\

Gauge Height:

Date:

Meter Used: _fPy=\Ww/

Stream Width: - {j O '

, Ay %
Total Flow: X 4‘#

e

Interval Midpoint Width Depth Area (sft) Velocity (fps) Qcfs
Q

o o W 5 20 .10 LO0S .05

) Q e i) 5 23 NS 0S5 00575
) /25 5 .34 N 1O .O\7
20 /15 B 40 20 10 0Z,
1S 2725 = L 105 e Q05
3.0 25 5 40 .20 e 02
35 3.25 5 .25 N5 0D OS5
40 33S 5 Ly 025 .05 00625

Comments: o - ]O%




Travis Laboratories

COAL — ORES — ENVIRONMENTAL WATERS — FEEDS — SOILS

Business Phone 605-341-7284
Home Phone 605-341-2458
Hours 8:00 — 4:30M —F

1854 Lombardy Dr,
Rapid City, South Dakota 57701

REPORT DATE: __ 2-3-89

JAMES H. TRAVIS

Laboratory Director

COMPANY: Brohm Mining Co. LABORATOQRY #: 207
ADDRESS: METALS:
CITY-STATE: Tot _X TotRec ___ Diss ___ EP Tox ___
SAMPLE #: SW-19 Antimony (Sb), mg/| 0.007
SAMPLE DATE-TIME: __ 1-10-89 Aluminum (A1), mg/ 0.16
DATE RECEIVED: ___1-12-89 Arsenic (As). mol <0.005
Barium (Ba), mg/| <0.10
PARAMETER -- Minerals RESULT Beryllium (Be), mg/| <0.0005
Alkalinity (CaCO3), mg/l 230 Boron (B), mg/l <0.20
Bicarbonate (HCO3), mg/l 281 Cadmium (Cd), mg/l 0.0005
Carbonate (CO3), mg/l 0 Chromium (Cr), mg/I <0.005
Chioride (C1), mg/l 1 Cobalt (Co), mg/i <0.005
Fluoride (F), mg/l Copper (Cu), mg/l <0.005
Sulfate (SO4), mg/l 4 Gold (Au), mg/l
Calcium (Ca), mg/l 57 Iron (Fe), mg/l 0.09
Magnesium (Mg), mg/| 19 Lead (Pb), mg/l <0.005%
Potassium (K), mg/l 1. Lithium (Li), mg/l 0.005
Sodium {Na), mg/! 3 Manganese (Mn), mg/l <0.03
Major Anions, MEQ/L 4.71 - Mercury (Hg), mg/l <0.0002
Major Cations, MEQ/L 4.56 Molybdenum (Mo}, mg/I
Cation - Anion Balance, % 1.62 Nicke! (Ni}, mg/| <0.005
PARAMETER -- MISCELLANEOUS Selenium (Se), mg/! ' <0.002
pH, Units 7.99 Silicon (Si), mg/l
Conductivity, umhos/cm 400 Silver (Ag), mg/l 0.0010
Cyanide, Total, mg/l Strontium (Sr), mg/l
Cyanide, WAD, mg/I Vanadium (V), mg/l <0.005
Cyanide, Free, mg/l Zinc (Zn), mg/| 0.02
Hardness (CaCO3), GPG: mg/l 221 PARAMETER --Nutrients
Oil & Grease, mg/l Nitrogen, Ammonia, mg/l <0.03
Solids, Dissolved, mg/| 194 Nitrogen, Nitrate, mg/t <0.10
Solids, Suspended, mg/| 2 Nitrogen, Nitrite, mg/| <0.01
Turbidity, NTU 2 Nitrogen, Total Kjeldahl, mg/i 0.24
Phosphorus, Ortho, mg/l
Phosphorus, Total, mg/l 0.013




Travis Laboratories
COAL — ORES — ENVIRONMENTAL WATERS — FEEDS — SOILS

Business Phone 605-341-7284
Home Phone 805-341-2458
Hours 8:00 — 4:30 M —F

1854 Lombardy Or.
Rapid City. South Dakota 57701

JAMES H. TRAVIS
Laboratory Director

REPORT DATE: 2-3-89
COMPANY: _ Brohm Mining Co. LABORATORY #: 208
ADDRESS: METALS:
CITY-STATE: Tot ____TotRec ___ Diss _X EP Tox ___
SAMPLE #: SW-19 Antimony (Sb), mg/l <0.005
SAMPLE DATE-TIME: ___1=10-89 Auminum {A1). mof €0.10
DATE RECEIVED: 1-12-89 Arsenic (As), mo/ <0.005
Barium (Ba), mg!/| €0.10
PARAMETER -- Minerals RESULT Beryllium (Be), mg/l <0.0005
Alkalinity (CaCO3), mg/! Boron (B). mg/ <0.20
Bicarbonate (HCO3), mg/l Cadmium (Cd). mg/! <0.0005
Carbonate (CO3), mg/l Chromium (Cr), mg/| <0.005
Chloride (C1), mg/l Cobalt {Co}, mg/i <0.005
Fluoride (F), mg/i Copper (Cu), mg/l <0.005
Sulfate (SO4), mg/l Gold (Au), mg/l
Calcium (Ca), mg/l tron (Fe), mg/i <0.05
Magnesium (Mg), mg/! Lead (Pb), mg/l <0.005
Potassium (K}, mg/l Lithium (Li), mg/| <0.005
Sodium (Na), mg/i Manganese (Mn), mg/| <0.03
Major Anions, MEQ/L Mercury (Hg), mg/l <0.0002
Major Cations, MEQ/L Molybdenum (Mo), mg/|
Cation - Anion Balance, % Nickel (Ni), mg/l <0.005
PARAMETER -- MISCELLANEOUS Selenium (Se), mg/l <0.002
pH, Units Silicon (Si), mg/l
Conductivity, umhos/cm Silver (Ag), mg/| <0.0005
Cyanide, Total, mg/! Strontium (Sr}, mg/i
Cyanide, WAD, mg/| Vanadium (V), mg/i <0.005
Cyanide, Free, mg/l Zinc (Zn), mg/l 0.01
Hardness (CaCO3), GPG: mg/l PARAMETER --Nutrients
Oil & Grease, mg/l Nitrogen, Ammonia, mg/|
Solids, Dissolved, mg/ Nitrogen, Nitrate, mg/l
Solids, Suspended, mg/l Nitrogen, Nitrite, mg/|
Turbidity, NTU Nitrogen, Total Kjeldahl, mg/l
Phosphorus, Ortho, mg/
Phosphorus, Total, mg/l




MID-CONTINENT
TESTING LABORATORIES, INC.

HIGH TECHNOLOGY OIL ANALYSIS
AND ENVIRONMENTAL TESTING

2100 S. 7th, Suite 211 « PO. Box 3388 * Rapid City, SD 57709

(605) 348-0111

MYRON ANDERSEN
BROHM MINING CORP.
P.O. BOX 485
DEADWOOD, SD 57732

PHYSICAL PROPERTIES VALUE
Conductivity, umhos/cm 416.
Hardness :
PH 7.84
Solids, Dissolved, mg/1 271.
Solids, Suspended, mg/l <5.0
Turbidity, NTU .
INORGANIC & NONMETALLIC VALUE
Alkalinity 208.
Bicarbonate 254.
Carbonate, mg/1 0.0

Chloride, mg/1
Cyanide, Total, mg/l
Cyanide, WAD, mg/1
Cyanide, Free, mg/l
Flouride, mg/1
Nitrogen, Ammonia, mg/l .

Nitrogen, Nitrate, mg/l <.050
Nitrogen, Nitrite, mg/1 é
Sulfate, mg/1 <10.

METALS mg/1

SAMPLE NAME:
DESCRITPION:
SAMPLE DATE:
SAMPLE TIME:
SAMPLED BY:

ACCOUNT NUMBER:
LAB NUMBER
DATE RECEIVED
TIME RECEIVED
REPORT DATE:

Sw-19

05/07/91

w1000
19910508106
05/08/91
12:30 PM
05/09/91

Aluminum
Ant imony
Arsenic
Barium
Beryllium
Boron
Cadmi um
Calcium
Chromi um
Cobalt
Copper
Gold

Iron

Lead
Lithium
Magnesium
Manganese
Mercury
Molybdenum
Nickel
Potassium
Selenium
Silicon
Silver
Sodium
Strontium
Vanadium
Zinc

DATE:

002

- L e

A

005

N

26

<.050

-y

ol 029y




MID-CONTINENT
TESTING LABORATORIES, INC.

HIGH TECHNOLOGY OIL ANALYSIS
AND ENVIRONMENTAL TESTING

SAMPLE NAME: SW-19

2100 S. 7th, Suite 211 « PO. Box 3388  Rapid City, SD 57709
(605) 348-0111

MYRON ANDERSEN

BROHM MINING CORP.

P.O. BOX 485

DEADWOOD, SD 57732

DESCRITPION:
SAMPLE DATE:
SAMPLE TIME:
SAMPLED BY:

ACCOUNT NUMBER

%

DATE RECEIVED
TIME RECEIVED
REPORT DATE:

02/13/91

w1000
19910215205
02/15/91
12:45 ™M
02/18/91

PHYSICAL PROPERTIES VALUE METALS mg/1 DISSOLVED TOTAL
Conductivity, umhos/cm 394. Aluminum .
Hardness . Ant imony . i
PH 7.97 Arsenic .001 .001
Solids, Dissolved, mg/l 263. Barium . .
Solids, Suspended, mg/! 2.0 Beryllium ’ .
Turbidity, NTU . Boron . o
Cadmium <.001 .002
Calcium . .
INORGANIC & NONMETALLIC VALUE Chromium
Cobal t . .
Alkalinity 208. Copper .001 .006
Bicarbonate 254. Gold o .
Carbonate, mg/1 0.0 Iron 5 A
Chloride, mg/1 & Lead s )
Cyanide, Total, mg/l . Lithium o ’
Cyanide, WAD, mg/1 - Magnesium . .
Cyanide, Free, mg/l : Manganese .
Flouride, mg/] . Mercury .
Nitrogen, Ammonia, mg/l . Molybdenum é
Nitrogen, Nitrate, mg/l <.050 Nickel 3
Nitrogen, Nitrite, mg/l . Potassium . .
Sulfate, mg/1 <10. Selenium <.001 <.001
Silicon . .
Silver . .
Sodium 2.62 .
Strontium . .
Vanadium é 5
Zinc .025 .041
APPROVED BY:
DATE: ad =P/




MID-CONTINENT
TESTING LABORATORIES, INC.

HIGH TECHNOLOGY OIL ANALYSIS

AND ENVIRONMENTAL TESTING

2100 S. 7th, Suite 211 » PO. Box 3388 * Rapid City, SD 57709
(605) 348-0111

MYRON ANDERSEN

BROHM MINING CORP.

P.O. BOX 485

DEADWOOD, SD 57732

J

PHYSICAL PROPERTIES

Conductivity, umhos/cm
Hardness

PH

Solids, Dissolved, mg/l
Solids, Suspended, mg/l
Turbidity, NTU

INORGANIC & NONMETALLIC

Alkalinity

Bicarbonate

Carbonate, mg/l
Chloride, mg/!

Cyanide, Total, mg/1
Cyanide, WAD, mg/1
Cyanide, Free, mg/l
Flouride, mg/1
Nitrogen, Ammonia, mg/l
Nitrogen, Nitrate, mg/l
Nitrogen, Nitrite, mg/l
Sulfate, mg/!

<.050

<10.

METALS mg/1
Aluminum
Ant imony
Arsenic
Bar ium
Beryllium
Boron
Cadmi um
Calcium
Chromi um
Cobalt
Copper
Gold
Iron
Lead
Lithium
Magnes ium
Manganese
Mercury
Mol ybdenum
Nickel
Potassium
Selenium
Silicon
Silver
Sodium
Strontium
Vanadium
Zinc

APPROVED BY:

DATE:

SAMPLE NAME:
DESCRITPION:
SAMPLE DATE:
SAMPLE TIME:
SAMPLED BY:

ACCOUNT NUMBER:
LAB NUMBER:
DATE RECEIVED:
TIME RECEIVED:

Sw-19

02/13/91

w1000
19910215205
02/15/91
2:45 PM

REPORT DATE: 02/18/91
DISSOLVED TOTAL
.001 .001
.001 002
.001 .006
<.001 <.001
2.62
.025 041




